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PLASTICITY CHART 
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PLASTICITY  DATA 
 

Key 
Symbol 

Hole 
No. 

Depth ft. Liquid 
Limit % 

Plasticity 
Index % 

Unified Soil 
Classification 

Symbol  * 
      
 BAG A 0-1 55 30 CH 
      
 1-4 13.5-15.0 35 19 CL 
      
      
      
      

 
           *Soil type classification Based on British suggested revisions 
             to Unified Soil Classification System 
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SAMPLE:              A 
 
DESCRIPTION:     Black Silty CLAY 
 
LABORATORY TEST PROCEDURE:      ASTM D1557 
 
MAXIMUM DRY DENSITY:                  105.0 p.c.f. 
 
OPTIMUM MOISTURE CONTENT:         22.0 % 

    

Silicon Valley Soil 
Engineering 

 

COMPACTION TEST A 
 

Proposed Blossom Hill 

File No. SV1742 
 

FIGURE 
 
 

2391 Zanker Road, #350 
San Jose, CA  95131 

(408) 324-1400 

Development 
 

397 Blossom Hill Road 

Drawn by: V.V. 5 

 San Jose, California Scale: NOT TO SCALE February 
2018 

 

85

90

95

100

105

110

115

120

125

130

135

140

145

150

0 5 10 15 20 25 30 35
Moisture Content (% of Dry Weight)

D
ry

 D
en

si
ty

 (p
.c

.f.
)

  



                           
EXUDATION PRESSURE (P.S.I.) 
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     COVER THICKNESS BY EXPANSION PRESSURE - INCHES 
 
 

SAMPLE:    A 
DESCRIPTION:  Black Silty CLAY 
 
SPECIMEN A B C 
EXUDATION PRESSURE (P.S.I.) 149.0 251.0 449.0 
EXPANSION DIAL (.0001”) 9.0 14.0 20.0 
EXPANSION PRESSURE (P.S.F.) 45.0 76.0 94.0 
RESISTANCE VALUE, “R” 1.0 4.0 15.0 
% MOISTURE AT TEST 20.7 18.0 17.6 
DRY DENSITY AT TEST (P.C.F.) 106.7 108.5 111.2 
R-VALUE AT 300 P.S.I.  
EXUDATION PRESSURE 

 
= 

 
(6) 

 
 

 

 

 

RESISTANCE, R-VALUE TEST 
  STATE OF CALIFORNIA 
TEST METHOD N0. CALIFORNIA 301-F 
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LATERAL SOIL PRESSURES 
SOLDIER PILE & WOOD LAGGING 

Proposed Blossom Hill 

File No.:  SV1742 
 

FIGURE 
 
 

2391 Zanker Road, #350 
San Jose, CA  95131 

(408) 324-1400 

Development 
 

397 Blossom Hill Road 

Drawn by:  V.V. 7 

 San Jose, California Scale: NOT TO SCALE February
2018 

 

BOTTOM OF EXCAVATION 

   

     

3,000 psf 

650 psf 

-20’  

- 24’  

EXISTING GROUND SURFACE 

SOLDIER PILE 

- 13’  

- 10’  



  

    

 
Silicon Valley Soil 

Engineering 
 

LATERAL SOIL PRESSURES   
BASEMENT WALLS 
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