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SECTION 52

REINFORCEMENT

Reinforcement shall conform to Section 52 of the Caltrans Standard
Specifications and these City Standard Specifications.

52-1.03 Steel Lists. .Before placing reinforcement,S copies of all shop
drawings of all reinforcing steel shall be furnished, along with, and under the same
conditions specified for steel lists.

52~1.04 Inspection. ~ Each bundle of steel shall be tagged at the mill with
an identifying mill tag showing the name of the mill and the melt or heat number.
The tag shall be of a durable material, shall be securely attached, and shall be
placed in an exposed location for easy identification by the Engineer.
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